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Abstract: Fused deposition modeling (FDM) 3D printers commonly need support material to print
overhangs. A previously developed 4-axis printing process based on an orthogonal kinematic, an
additional rotational axis around the z-axis and a 45° tilted nozzle can print overhangs up to 100°
without support material. With this approach, the layers are in a conical shape and no longer parallel
to the printing plane; therefore, a new slicer strategy is necessary to generate the paths. This paper
describes a slicing algorithm compatible with this 4-axis printing kinematics. The presented slicing
strategy is a combination of a geometrical transformation with a conventional slicing software and has
three basic steps: Transformation of the geometry in the .STL file, path generation with a conventional
slicer and back transformation of the G-code. A comparison of conventionally manufactured parts
and parts produced with the new process shows the feasibility and initial results in terms of surface
quality and dimensional accuracy.

Keywords: FDM printing; slicing strategy; conic slicing; non-planar slicing; non-planar printing;
overhang; supportless printing; 3D printing process

1. Introduction

3D Printing (3Dp), also known as Additive Manufacturing (AM), is based on adding
material layer by layer to build a geometric object. A review on additive manufacturing
in general is provided in [1]. The most common 3Dp technology is Fused Deposition
Modeling (FDM) due to its simplicity. The FDM printer melts a plastic filament and
extrudes the material through a nozzle. This nozzle follows along a defined path, where the
deposited plastic builds up the object layer by layer. A general overview on FDM printing
and the recent developments are given in [2,3].

1.1. Limitations of Conventional FDM Printing

Apart from its enormous advantages like the simplicity and the widespread of printers
and materials, FDM printing has at the same time major disadvantages ([4][5]).

Overhangs with more than 45–60° are not printable without support structures, which
is one of the main disadvantages. This problem does not only occur in the field of FDM
printing, but also in the related 3D printing technology of Directed Energy Deposition
(DED). The challenge of printing overhangs for metal DE are mostly solved with 5-axis
printers, where the path planning as well as the kinematics are similar solved as well
known CNC solutions.The topic of support structures in general is discussed in [6] more
extensively. The influence of support on the accuracy of the part is shown in [7].

A common approach for supportless printing are multi-axis printers, where more
than 3 axis are driven to allow additional movements. Beside the complicated mechanics,
the main difficulty here is the path planning for the printhead. Reference [8] shows new
optimization and path planning methods for multi-axis additive manufacturing in general.
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4-axis printers with an additional rotational axis for parts with a rotational symmetry are
discussed in [9,10]. A 3 + 2 axis approach is proposed in [11,12], where the part is split
into sections, that are printable with 3-axis without support structures. After printing one
section, the printing platform is tilted with respect to two axis for the alignment of the
part for the next section. Different research has been done on slicing strategies for 5-axis
printing for DED ([13,14]) and FDM ([15]). The multi-axis approach, which offers the most
degrees of freedom is FDM printing with a robot arm. This process and possibilities for
path generation are discussed in [16,17].

An alternative way to reduce support structures with two different nonplanar slicing
strategies is presented in [18].

The lack of a simple and generic multi-axis solutions to avoid support structures
lead to the development of a totally new printer kinematic. It is a 4-axis kinematic, called
“RotBot” with a 45° tilted nozzle and an additional rotational axis around the z-axis. This
approach allows overhangs of up to 100° without support material. This system is briefly
described in the next section. Before, also another concept like the 6-axis printer “MaxBot”,
where the build platform can tilt around two axes and overhangs of up to 80° are printable
has been developed [19].

1.2. RotBot: 4-Axis Printer with Rotational Printing Head and Conic Slicing

A brief overview on the basic idea of the 4-axis kinematics is given here as the basis
of the new slicing strategy. This publication only covers the slicing and the path generation
for the 4-axis RotBot printer. Details on the basic idea and the hardware setup are given in
a previous publication on the “RotBot” 4-axis approach [20].

Having a 45° tilted nozzle and a rotational axis around the z-axis enables 90° over-
hangs without support. In contrast to the conventional FDM printer, where the layers
are parallel to the printing plane, the layers become cone shaped with this new system.
Figure 1 shows this cone shaped layers and 90° overhangs towards the outside of the part.
Printing a given geometry with this kinematics requires a geometry with layers having a
cone shape.

Cone 
shaped 
layer

Printing
nozzle

Figure 1. Printing strategy with the cone shaped layers.

Depending on the direction of the overhangs, the cone is an outward cone for over-
hangs towards the outside or an inward cone for overhangs towards the inside as shown in
Figure 2. The presented slicing strategy only slices parts with overhangs in one direction.
Therefore, the possible geometries are limited at the moment. More complicated geometries
with overhangs to the outside and overhangs to the inside, can be split into segments with
overhangs in only one direction. A theoretical outline of this printing approach is also
discussed in [20]. As soon as the splitting up and slicing of individual segments is solved,
a big variety of the real-world parts becomes printable without support.
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Figure 2. Depending on the direction of the overhangs, a different cone has to be chosen: (a) An
outward cone for parts with overhangs towards the outside and (b) an inward cone for overhangs
towards the inside.

Müller [21] presents on his blog another important result with a conic slicing approach,
where conic slicing approach is used to print 90° overhangs with a conventional 3-axis
printer. He adapted the conic slicing with a much lower angle (15–25°), such that the
non-tilted nozzle does not interfere with the already printed part.

1.3. Conventional Slicing Process

A slicing software, also called “slicer”, transforms the geometry information for a
3D model into printer commands in G-code format to print the part. This geometrical
information is stored in an STL file (Standard Tessellation Language). Many different
slicing softwares are available on the market(e.g. Simplify3D). An STL part is the input of
the slicing process, the G-code the output (Figure 3).

(a) (b) (c)

Figure 3. The surface of the geometry is defined with triangles (a) in the STL file. The slicer then
converts this surface information into a solid geometry and splits the geometry into slices (layers)
with an equal layer height and generates the path for the printer according to the settings. The layer
consists at least of the outline of the part (so called perimeter) and the infill. Figure (b) shows the
outer (blue) and the inner (light blue) perimeter and the 10% infill (orange) of the layers. The lowest
and the most upper layers are printed solid to close the part (green surface in Figure (c) ).

2. A Novel Slicing Strategy with Geometrical Pre- and Post-Transformation

Cone shaped layers are the basis to print a part with the 4-axis printer as described in
Figure 1 A novel slicing strategy has been developed for this approach. The novel approach
was inspired by the work of Coupek et al. [8], who proposed to geometrically transform the
STL file, then slice it with an available slicer and transform it back to the original geometry.
This approach has then been adapted to the RotBot kinematics, where Python scripts execute
the transformations [22]. The software files can be found on GitHub [23].

2.1. Geometrical Transformation for Cone Shaped Layers

As described in Section 1.3, a conventional slicer divides the model in layers with a
fixed z-value. On the other side, the cone shaped layers consist of concentric circles each
circle having a different (constant) z-value and a different (constant) radius. The conic
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layers of circles are transformed in a plane with a constant z-value to slice the part with a
conventional slicer. This is done with the transformation T shown in Equation (1)

T : R3 → R3x
y
z

 7→ T(x, y, z) =


√

2 · x√
2 · y

z +
√

x2 + y2

 =
√

2 ·

x
y
0

+

 0
0

z +
√

x2 + y2

 (1)

The transformation T is a radial dilation by the factor
√

2 in the x-y-plane and a
radius-dependent translation in the z-direction. Figure 4 shows an example of an original
cube and its transformation.

(a) (b)

Figure 4. Visualization of the Transformation T with a cube. (a) shows the original cube, whereas (b)
shows the transformed geometry in the same scale.

After slicing the geometry, the reverse transformation T−1 has a very similar form as
T itself and is shown in Equation (2)

T−1 : R3 → R3x
y
z

 7→ T−1(x, y, z) =

 x/
√

2
y/
√

2
z−

√
x2/2 + y2/2

 (2)

=
1√
2
·

x
y
0

+

 0
0

z−
√

x2/2 + y2/2


T−1 is a radial dilatation by 1/

√
2 in the x-y-plane and again a radius-dependent

translation in the z-direction.
Figure 5 illustrates the workflow for the presented slicing strategy. First the STL file is

convertedwith the shown transformation T, which is described in more detail in Section 2.2.
Then this STL file is sliced with a conventional slicer with optimized settings as described
in Section 2.3. After that, the G-code is back-transformed using T−1, which is presented in
Section 2.4.



Appl. Sci. 2021, 11, 8760 5 of 21

.stl part T transformation of .stl Slicing of the transformed .stl

Printing the part T-1 transformation of the g-code

Figure 5. Workflow architecture of the slicing strategy.

2.2. Pre-Transformation of the STL File

A refinement step reduces the size of the triangles to transform the STL file. These
concepts are shown in the following sections.

2.2.1. Refinement of Triangulation

The STL file describes the triangulated surface by the unit normal and the vertices of
the triangles in a three-dimensional Cartesian coordinate system. The following shows the
definition of one triangle in an ASCII STL file:

facet normal ni nj nk
outer loop

vertex v1x v1y v1z
vertex v2x v2y v2z
vertex v3x v3y v3z

endloop
endfacet

The triangles are usually as large as possible to keep the file size small. However, with
this slicing approach, large triangles lead to artifacts, which decrease the surface quality
of the printed object dramatically. Figure 6 shows this effect, where the triangles of the
upper STL file have a length of 15 mm and the ones of the lower STL have a length of 2
mm. So, the maximal size of the triangles is decreased, until the part reaches the required
surface quality. Experience shows that the maximal length of a side of a triangle should be
between 1–2 mm.
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Figure 6. Difference of transformation according to the size of the triangles.

There are different ways to refine the triangles. One is to use the export settings of
the CAD, where possibly the maximal triangle size can be defined. Another way is to
integrate the refinement into the Python script that transforms the STL file. Therefore,
the sides of each triangle are bisected, and the three newly generated midpoints are
connected (Figure 7). One triangle produces four smaller (and congruent) triangles with
this procedure.

P1 P2

P3

M1

M3

M2

Figure 7. Refinement of the triangles by bisecting its sides.

An easy solution is to repeat the refinement several times to all triangles. However,
the downside of applying it to all triangles is that already small triangles are unnecessarily
refined. This has a negative effect on the file size and the computational time.

2.2.2. Transformation of Triangles and Implementation of the Transformation

The transformation T shown in Equation (1) is executed to all vertices of a triangle
by a Python script to transform all the triangles. One possibility to work with STL files in
Python is by using the numpy-stl package [24]. It relies heavily on the numpy package and
promises to be fast in manipulating STL files. Using this package, a STL file is read and
stored as a MESH object. Such an object has different attributes, such as points, which is
an array of all points describing the object or normals which is an array of normal vectors
of each face of the object. The attribute vector is used, which is an array of triangles
describing the object. Then it is proceeded as follows:

1. Read the STL file and store it as a MESH object.
2. Extract the array of triangles describing the object using the vector attribute.
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3. Refine the triangulation by applying the refining step a given number of times. If
there are N triangles and the refining step is done m times, the output is N · 4m.

4. Apply the transformation T to the refined triangulation.
5. Store the transformed triangulation as a MESH object and save it in a new STL file.

2.3. Slicing in Conventional Slicer

Different parameter settings in the slicing software define the way a part is printed.
Important settings with a significant influence on the printing quality are the layer height,
the extrusion width, the number of perimeters, which perimeter is printed first (inside
or outside), the number of solid bottom and top layers and the internal fill pattern. The
following settings turned out to be useful:

• Layer height = 0.28 mm
• Extrusion width = 0.4 mm (diameter of the nozzle sets the maximum value)
• Number of perimeters = 2
• Outline Direction = Inside-Out
• Number of solid bottom layers = 0
• Number of solid top layers = 0
• Internal fill pattern = grid

Figure 8 shows a simplified section through a sliced object. The light blue colored
strands are the perimeters. If the width of a thin part is not an integer multiple of the extru-
sion width (thin part width 6= n × extrusion width), then the slicer generates perimeters
with an adjusted width to fill the gaps. These perimeters are shown in a light green color.
The infill strands are light red.

0.28 m
m

0.4 mm

0.2 m
m

0.4 mm

(a) (b)

Figure 8. Section through a sliced object (simplified). The sliced part in the transformed state (a) and
the part after the G-code is transformed with T−1 (b).

In the conventional printer setup, a newly printed strand is always good supported.
Therefore, it is flattened and widened during the printing process. Support could miss
with the novel printing setup and the strand is therefore sometimes not widened and the
extrusion width may not be wider than the diameter of the nozzle to ensure that the strands
have a good connection to the already printed part. The back-transformation of the G-code
the sliced layer height of 0.28 mm is reduced to a rectangular distance of the cone shaped
layers of 0.2 mm. The extrusion width of 0.4 mm remain the same, due to the characteristics
of the transformation T−1, where the length in radial direction remains the same. This
results in a 2:1 ratio between the extrusion width and the layer height. This ratio gives a
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good overlap of 50% between the single strands of two different layers. The horizontal
bottom and top layers are sliced as perimeters. This is the reason why no solid top and
bottom layers are required. Depending on the geometry of the part, this setting will have
to be adjusted.

Since the material flow is adjusted while transforming the G-code back with T−1 as
explained in Section 2.4.4, the slicer has to be set to relative extrusion.

2.4. Back-Transformation of G-Code

Transforming the G-code back with T−1 to its original geometrical dimensions is
more complicated than transforming the STL file with T, since different values have to be
determined. The following steps are required to transform the G-code back:

1. Splitting long elements into short segments
2. Transforming x, y and z
3. Adjusting the extrusion amount
4. Calculating the required angle of the rotational axis
5. Writing the new G-code

2.4.1. General Back-Transformation

The transformation T−1 refers to all coordinates of the G-code (2). The G-code basically
is a set of moving instructionsfor the printhead, where each moving command only defines
the endpoint of where the printhead will move to. So, there the position of the printhead
before the execution of the instruction, which is defined as the “old” point, and the position
of the printhead after the execution, which is defined as the “new” point. After every
moving step, the “new” point becomes the new “old” point. There are the following
relevant values for the back-transformation, where the back-transformed values are marked
with “bt”:

• Coordinates of “old” point: xold, yold

• “Old” coordinates back-transformed: xold,bt = xold/
√

2, yold,bt = yold/
√

2
• Coordinates of “new” point: xnew, ynew

• “New” coordinates back-transformed: xnew,bt = xnew/
√

2, ynew,bt = ynew/
√

2
• z-coordinate of current layer: zlayer

2.4.2. Splitting Long Elements

Since T−1 does not transform lines into linear lines, long line segments may have to be
split. The upper left drawing of Figure 9 shows a linear move, which can be described with
one G-code command. The nozzle would be in position P1 (“old” point) and the endpoint
of the line would be in P2 (“new” point). When this line consisting of the start-point and
the end-point, now is back-transformed with T−1, then the printer would follow a line,
again from P1 to P2 (upper right drawing). However, with an infinitesimal transformation
T−1, the nozzle would have to move on a cone section, here a hyperbolic curve, shown in
blue. Lines have to be split into small segments of equal length to achieve proper accuracy.
Thereby, the segments must be be short enough to achieve the required accuracy. However,
too short segments increase the size of the G-code file.

The length of the element is computed with Equation (3) to evaluate the required
number of elements:

d =
√
(xnew − xold)2 + (ynew − yold)2 (3)

With the maximum length of an element lmax the number of elements m results in (4):

m =

⌈
d

lmax

⌉
(4)
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P1 P2

P1 P2

P1

P2

P3 P4
P5

P6

P1 P2 P3 P4 P5 P6

(a)

(b)

Figure 9. Splitting of elements to achieve proper accuracy. In (a) long elements are not split, while in
(b) the element is split in 5 segments.

2.4.3. Transforming x, y and z

This leads to the x, y- and z-values (Since the xk, yk values are already back-transformed,
the factor 1/2 can be omitted in the formula for zk.). Each movement command becomes a
vector of movement commands due to the split elements in the back-transformed G-code.
The equations corresponding are given in Appendix A.1.

2.4.4. Adjustment of Material flow

The characteristics of the transformation causes that lengths in radial direction remain
the same and lengths perpendicular to the radial direction are divided by

√
2. Since the

amount of extruded material is a function of the length of an element, a new evaluation of
the material flow is needed while transforming the G-code back. This is done by comparing
the length of the element before and after the transformation, so that the amount of extruded
material per length stays constant. Additionally, the extrusion is divided by

√
2, since the

layer height is reduced by the same factor (see Section 2.3). The equations to calculate the
amount of extruded plastic is in Appendix A.2.

2.4.5. Calculation of the Nozzle Orientation

The slicing software determines the x-, y- and z-coordinates and the necessary material
flow. The orientation of the nozzle around the rotational z-axis has to be calculated within
the back-transformation. Since the rotation is around the z-axis, the orientation of the
nozzle is independent of the z-value and only depends on the x- and y-values. Two
different approaches are suitable:

• Radial orientation: The nozzle is always oriented towards the origin of the coordinate
system, no matter in what direction it moves.
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• Tangential orientation: The nozzle is always perpendicular to the movement in the x-
and y-plane.

Both methods have their advantages and disadvantages. However, the radial ori-
entation has turned out to be the simpler solution with no remarkable downsides on
the quality.

Radial orientation:
The simpler way to compute the radial angle is to take the “new” point and to

calculate its polar angle ϕ in the x-y-plane and set the nozzle orientation to this angle ϕ
(Figure 10a). Since longer elements are split into short segments, alignment to the “new”
point is sufficient and there is no need to adjust the angle while moving in one segment.
This leads to the nozzle orientation towards the origin and therefore also to the center axis
of the cone. So, no collision with the printhead and the already printed part can occur.
One downside of this method is the nonideal orientation of the nozzle with respect to the
material flow.

y

x

Pold Pnew

𝜑

𝜑
nozzle 𝜑

y

x

Pold Pnew

𝜑
nozzle n

(a) (b)
Figure 10. Orientation of the nozzle: (a) Nozzle with a radial orientation towards the origin and (b)
Nozzle with a tangential orientation according to direction of movement.

Tangential orientation: For the tangential orientation of the nozzle, the normal to
the line of movement has to be calculated. Thereby, the normal pointing away from the
origin is chosen (Figure 10b) to prevent the printhead of colliding with the already printed
material. The major downside of this method is the increase of printing head rotation for
small linear movements in different directions.

2.4.6. Calculating the Rotational G-Code Values

Depending on the printer firmware, different designations for the orientation are
common. A Duet3D controller with RepRap Firmware was used in this project, where the
rotational axis is defined as the U-axis. So, the information about the rotation of the nozzle
is added as the U-value in the G-code. The computed angle ϕ cannot be directly used as
U-value:

• The units of the computed angle must be in degrees, so conversion may be required.
• The values of the angles are between (−π, π]. When crossing the x-axis for x < 0,

this would lead the U-value to have “large, discontinuous” jumps.

An array of m + 1 angle values (ϕ0, ϕ0, . . . ϕm) is used to prevent the angle from these
discontinuous changes. Starting form θ0 = ϕ0, θk is successively chosen:

tk = arg min
t
{|ϕk + t · 2π − θk−1| : t = −10,−9, . . . , 10}

θk = ϕk + tk · 2π
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From all 21 possible angles ϕk + t · 2π, the angle θk closest to is predecessor θk−1 is
chosen. Then only the m values (θ1, θ2, . . . , θm) are used to compute the U-values

uk =
360
2π
· θk, k = 1, 2, . . . m

By definition of θk, values in the range [−π − 10 · 2π, π + 10 · 2π] or equivalently
[−180◦ − 3600◦, 180◦ + 3600◦] are used, which can be exceeded, when the printing head is
rotated many times. The U-value is reset by using a G92 command in the G-code, whenever
a |uk| > 3600◦ is used to assure that the values remain in [−180◦ − 3600◦, 180◦ + 3600◦].

If maxk=1,...,m |uk| > 3600, the following line is inserted:

Additional line: G92 Uum

2.4.7. Writing the New Code

After the execution of the back-transformation, the new G-code is written:
Original G-code line: G1 Xxnew Yynew Zzold Ee
Back-transformed G-code: G1 Xxk Yyk Zzk Uuk Eek k = 1, 2, . . . m

2.5. Inward Cone: Slicing for Inward Overhangs

As mentioned in Section 1.2, depending on the direction of the overhang outward
or inward cone shaped layers are used. All the above-mentioned concepts of the novel
slicing strategy are demonstrated with outward cones (Figure 2a). All these concepts can be
adopted for the use with inward cones (Figure 2b). The only difference in the transformation
T and T−1 for the inward cone is in the calculation of the z-value (Equations (5) and (6)),
where the z correction term, depending on the x- and y- value, now have a opposite sign.

T : R3 → R3x
y
z

 7→ T(x, y, z) =


√

2 · x√
2 · y

z−
√

x2 + y2

 (5)

T−1 : R3 → R3x
y
z

 7→ T−1(x, y, z) =

 x/
√

2
y/
√

2
z +

√
x2/2 + y2/2

 (6)

The basic concept of the back-transformation and all steps included stay the same. The
hyperbolic curves for the movement of the nozzle now are all directed downwards. This
can lead to collisions with already extruded material or the printing platform. Therefore,
an additional criterion is introduced. Whenever:

• an inward cone is used for the transformation and
• no material is extruded and
• the nozzle is moved in x- and/or y-direction

the nozzle has to move linear from the “old” point to the “new” point (instead of
moving along a hyperbolic arc).

3. Results

Cubes with no overhangs have been printed to evaluate the slicing strategy. Figure 11
shows the cone shaped layer of a cube with a radial orientation of the nozzle and Figure 12
the finished cube with the strands on the surface following a hyperbolic curve. The picture
indicates a reasonable quality with this slicing approach. Nevertheless, the surface quality
is not yet at the level of parts printed on x-y-z printers due to the lack of optimization of
the slicing software for a 4-axis kinematics.
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Figure 11. Printing a cube with a radial orientation of the nozzle.

Figure 12. Finished cube, with a radial oriented nozzle.

Figure 13 shows the top surface of a cube with artifacts, due to too big triangles
in the STL file, as described in Section 2.2.1. The slicing strategy also proved to work
unproblematically for more complicated parts with 90° overhangs and holes. Figure 14
shows such a part being printed with the nozzle oriented in radial direction.
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Figure 13. Top surface with artifacts, due to large triangles.

Figure 14. Part with outside overhang and holes being printed.

Several papers investigate the impact of different parameters on the dimensional
accuracy and the surface roughness of FDM printed parts ([7,25–30]. To date, no fully
comprehensive series of measurements have been conducted with the novel slicing strategy
presented regarding the various influencing parameters. With a limited number of tests, a
set of reasonable printing parameters could be found (Section 2.3). A reference geometry
(Figure 15) has been printed with these settings on the RotBot and with corresponding
settings on a Prusa Mk3s to compare the geometrical accuracy and the surface roughness
(Table 1).

For a quantitative comparison, the parts have been 3D scanned with a HandySCAN
3D scanner and evaluated with the VXElements software from Creaform. The scanning
accuracy has been set to a maximum of 50µm. The measured geometry shape has then
been compared with the CAD geometry, using the software Gom Inspect.
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Table 1. Comparison of printer settings for reference prints.

Parameter Prusa Mk3s RotBot

Material Prusament PLA (red) Prusament PLA (orange)
Support yes no

Layer height 0.3 mm 0.3 mm
Infill 20% 20%

Printing speed (outer perimeter) 2100 mm/s 2520 mm/s
Printing time 2 h 54 min 3 h 58 min 1

1Axis speeds and accelerations of RotBot have not yet been optimized.

Figure 16 shows the deviation from the scanned parts and the CAD file. The part
printed on the Prusa (left) has a deviation between approximately −0.1 and +0.1 mm.
Downward overhangs have the biggest offset with a deviation of up to 0.5 mm. The
part printed on the RotBot (right) has a higher deviation of about −0.2 to +0.5 mm. The
maximum offset in this part can be found on the edges. The reduction of the material flow
and an adjusted calibration of the nozzle could help to reduce the offset.

3 different surfaces (marked in Figure 15) of the two reference parts have been scanned
with a confocal z scan (150µm) on a Leica DCM 3D microscope with an EPI 20X-L objective
to quantify the surface ripple and in particularly its roughness. 9 individual surface scans
have been stitched together to reach a representative area with the high magnification. This
leads to surfaces of about 1.3 × 1.7 mm. This surface scans, all with the same color scale,
and close up pictures showing the same surfaces for a visual evaluation of the quality are
printed in Figures 17, 18, 19, 20, 21 and 22.

Figure 17 displays the parallel layers of the part printed on the Prusa and the conical
shaped layers of the part printed on the RotBot. The Prusa printer shows a higher regularity
to the eye.

Figure 15. Conical sliced reference part in Simplify3D preview with the areas investigated marked.
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Figure 16. Shape deviation (CAD vs. print) on Prusa (left) and RotBot (right).

Figure 17. Horizontal layers of the printed reference part printed on a Prusa Mk3s (red) and the
RotBot (orange).

Figure 18. Roughness scan of vertical surface of reference parts. Prusa (left) and RotBot (right).

Figure 18 illustrates the ripple and the roughness of the vertical surfaces with the
horizontal layers. The measured values are shown in Table 2. It reveals that both reference
parts have very similar values.
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Figure 19. Horizontal, downward 90° overhang printed on a Prusa Mk3s (red, with support) and
the RotBot (orange, without support).

Figure 20. Roughness scans of the horizontal, downward 90° overhang. Prusa (left) and RotBot
(right).

The Figures 19 and 21 provide a closeup of the surface of upward and downward
horizontal planes. While the Prusa printer produces a noticeable difference between an
upward and a supported downward surface, almost no difference is visible on the pictures
of the RotBot. The downward surface seems to be of better quality.

Figure 21. Horizontal, upward 90° surface printed on a Prusa Mk3s (red) and the RotBot (orange).

The measured values of the scans prove this assumption (Table 2). The upward surface
of the Prusa part shows very low roughness, where the the values of the downward surface
are significantly higher. The RotBot part has very similar results for the upward as for the
downward surface.

The vertical surfaces are of a comparable quality. The RotBot printer produces upward
and unsupported downward surfaces of comparable quality. The difference of the upward
and the supported downward surface is significant for a conventional x-y-z printer.
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Figure 22. Roughness scans of the horizontal, upward surface. Prusa (left) and RotBot (right).

Table 2. Values of surface scan.

Surface Ripple, min [µm] Ripple, max [µm] Sa [µm]

Vertical surface Prusa −63.5 +49.8 21.4
Vertical surface RotBot −64.8 +47.6 20.7
Upward surface Prusa −23.8 +22.1 8.3
Upward surface RotBot −99.0 +94.8 33.1
Downward surface Prusa −129.9 +72.1 37.8
Downward surface RotBot −98.6 +85.9 29.9

A part with a combination of an inside and an outside overhang is shown in Figure 23.
Therefore, the part was split up in two parts, a lower part with the inward overhang and
an upper part with the outside overhang. These parts have been sliced separately with an
inward cone for the lower part and an outward cone for the upper part. After transforming
the G-code back, the two parts have been combined by simply adding the two G-codes.
Figure 24 illustrates the section through the part with the cutting line (red), the inward
cone in the lower part and the outward cone in the upper part.

Figure 23. Part with a combination of inward and outside overhang.
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Figure 24. Section of part with inward and outside overhang.

4. Discussion

Section 3 proofs, that the approach works in general but that the quality is not yet on
the level of conventionally produced FDM parts. One reason for this is that conventional
slicing software is optimized for the x-y-z kinematics. For example, a top layer is treated
differently by the slicer than a perimeter. Transforming the G-code back, a perimeter can
become a top layer and vice versa. Further research and testing for the slicer settings is
required to improve the quality of the prints. At the moment it is not possible to distinguish
whether it is mainly the hardware or the slicing strategy that causes the main quality losses.

Beside the quality issues, there are other topics worthy of further investigation:

• The refinement of the triangles is done with a very simple approach. This leads to
unoptimized STL files. The refinement should be done in a way, that only the bigger
triangles are refined until all triangles are small enough to fulfill the requirements. To
keep the number of triangles low, the already small triangles must not be affected.

• As stated in Section 3, the movement of the RotBot needs further improvement. The
optimal speeds, accelerations and jerks of the different axes have to be optimized for
the reduction of the printing time and constant printing quality.

• As described in Section 1.2, more complicated geometries with a combination of over-
hangs to the inside and the outside direction must be separated and sliced indepen-
dently. Up to now, this only has been done manually with very simple combinations
as shown in Section 3. Further research and testing have to be done to manage a
variety of different geometries, with the aim of an automated analysis and separation.

• Parts that can be sliced with only one outward transformation do not have any collision
problem, since the printhead always is on the outside of the cone. However, parts
with inward cones and parts with a combination of different cones do face collision
problems. This has be investigated further and solutions have to be developed.

• The Python file for the back-transformation is optimized to work with G-codes from
one defined slicer (Simplify3D). Other slicers could include commands into the G-code
that are not handled correctly with the Python script. One example are the comment
lines, which are used in the back-transformation script to differentiate between infill
and perimeter. Therefore, a more generic Python script has to be written.

• It should also be considered to develop a completely new slicer software optimized
for the conical layers. This would prevent the geometric transformation and reverse
transformation and the slicing with a conventional slicer. Despite the enormous
development effort, certain problems could be handled more directly in this way. For
example, the refinement of the triangles or the splitting of the straight lines would be
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omitted. The quality problems could also be solved more easily since the slicer would
be optimized for the conical layers.

Beside the work of Müller [21], there is no other work known, where a similar slicing
strategy was used or tested on an other machine than the 4-axis printer RotBot. At the
moment there are no plans to test it on an other kinematics. The work of Coupek et al. [8]
shows, that comparable approaches could be a feasible solution for other problems in the
field of 3Dp.

Since professional FDM printers often work with soluble supports, the presented
slicing and printing approach could therefore mainly be interesting for the group of
printers, using the same material for the part and the support structure. If the remaining
challenges can be solved, the outcome will be a enormous reduction of support material.
However, there are major difficulties, like the automated splitting up of complicated parts,
which must be solved to advance the whole process.

5. Conclusions

New 3D printer kinematics require adapted slicing strategies and algorithms for
adequate path planning. An algorithm with a geometrical transformation of the generated
STL file, followed by a conventional slicing process and a back-transformation of the
G-code is presented in this paper. Analysis of two printed reference parts led to the
following observations:

• The study demonstrates that the novel slicing strategy with cone shaped layers works
very well on the 4-axis printer.

• It is possible to print parts with 90° overhangs without the use of support material. The
downward oriented surfaces have the same quality as the upward oriented surfaces.

• The accuracy of the printed part geometry and the surface roughness as well are not
yet as good compared to a conventional 3D printer with orthogonal kinematics.

The motivation for this work was the development of a system capable of printing parts
with large overhangs without support material. The outcomes of this R&D prove the
feasibility of the chosen approach.
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Appendix A

Appendix A.1

Equations to calculate the movement vectors for the G-code described in Section 2.4.3:

xk = xold,bt + k · ∆x, ∆x =
xnew,bt − xold,bt

m
, k = 0, 1, . . . m

yk = yold,bt + k · ∆y, ∆y =
ynew,bt − yold,bt

m
, k = 0, 1, . . . m

zk = zlayer −
√

x2
k + y2

k , k = 0, 1, . . . m

Appendix A.2

The extruder flow (ebt) in a back-transformed element is calculated as follows (see
Section 2.4.4):

distk =
d
m

=
1
m
·
√
(xnew − xold)2 + (ynew − yold)2, k = 1, 2, . . . , m

distk,bt =
√
(xk − xk−1)2 + (yk − yk−1)2, k = 1, 2, . . . , m

ek =
e
m

, k = 1, 2, . . . m

ek,bt =
1√
2

distk
distk,bt

· ek, k = 1, 2, . . . , m

where d is the distance, defined in Equation (3) and e is the extruded amount of material in
the original line.
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